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WFW: BaTio3 layer on metal

 2 LAYER(S), NPER = 1

  L  MATERIAL       THICKNESS     EPSINF    WTO , WP     Q       GAM/WTO
  1  BaTiO3           12.0        8.9000    180.0000    0.2300   0.0100
                                            295.0000    6.5300   0.0500
                                            520.0000    5.0300   0.2800
------------------------------------------------------------------------
  2  Platinum         12.0        8.9000  80000.0000   -1.0000   0.0100


